POSCO

P&S

Mill Test Certificate/Z Al A

Order No./H 2t $:GUS0343565

PO No./Z=2H

Certificate No./Z= 3 A 1 5 :161219-ARNE-118-001
Date of Issue/2t8d & A}t:Jan., 19, 2017
Surface Finish/E & 0} £ 2]:NO.2B

£:GUS0343565

Supplier/Z=2 Xh: Kl 2 A Bl & 2 () Commodity/Z%:STS CR COIL
Customer/ DAL H 2L AEIE2H(F)SEAHY) Spec & Type/T} 21:KS-D3698-STS304J1
P D
i ilajOl K
Weight 8 Tensile/2IBAE | Yo v | Chemical Composition/at &t & £ (%)
o Product No. Dmm- =z Heat No. 0| YS 0z% TS EL | nmess :
Size/X| 4= C - T k) (%) | A s| ¢ s M P S C N C M N
MBS | 22| (o) |H2HE 4 0} |4 _
(o] o] & @l 2 . a kL - E g .
0 HV of 4 3 3 4 4 2 2 3 2 4
0.8x1219xC GUS079498 1 3,263 | SE94593 T| 243 572 57 | 1300 L| 307 612 1141 245 7 1692 763 2185 5 107
*¢ Sub  Total |(010) *** 1 3,263 (kg)
*** Grade Total **f 1 3,263 (kg)
** Grand Total **} 1 3,263 (ka)
=== Last |tem =%=

* Position - T : Top, M : Middle, B : Bottom

* Tensile Test. Direction : Transversal, Gauge Length : 50mm(Rectangular),
YP Method : 0.2% off-set

* Division - L:Ladle Analysis

* Chemical Composition Unit: -2:x1/100, -3:x1/1000, -4:x1/10000, -5:x1/100000

We hereby certify that material described above has been tested and complies with the terms of the order contract.
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#603, SEONGKOK-DONG, DANWON-GU, ANSAN-SI, KYUNGKI-DO, KOREA
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